May 24, 2023
PCC SEALER/HEALERS

Specification Reference: 503.06(b), 722.12 & 901.06 SM Material Code: 901M00160

Test results indicate that, when any of the following materials are used as recommended
by the manufacturer, they are acceptable as sealer/healers.

Source Manufacturer Approval Comments
Code Product Name Number
9540 ADHESIVES TECHNOLOGY CORP.----———————————————————— W198102

CRACKBOND CSR - URETHANE HYBRID
(Ultra-low viscosity)

9540 ADHESIVES TECHNOLOGY CORP.--—--—-—-—-—-———————————————— W128170
CRACKBOND LR-321 LV
(Low Viscosity)

9540 ADHESIVES TECHNOLOGY CORP.-——-—--—-—————————————————— w198188
CRACKBOND V65 HI-MOD
(Formerly CRACKBOND HEALER/SEALER)
(Ultra-low viscosity which may vary with temperature,
spindle speed & spindle type)

9540 ADHESIVES TECHNOLOGY CORP.-—-—----—-————————————————— W228100
CRACKBOND V120 LO-MOD

9527 ADVANCED CHEMICAL TECHNOLOGIES, INC-------—-—-—-————- W208161
SIL-ACT EP-1000 HM

(Ultra-low viscosity)

9608 CHEMCO SYSTEMS----—-—----——————————————————————————— wW028179
CCS EPOXY SEALER HEALER

9601 CHEMMASTERS == === === === ==~ —— ——m e e W048175
DURAGUARD HM SEALER

9573 CORNERSTONE CONSTRUCTION MATERIAL,LLC----—-—-—-—-———-—-— W1l68180
FASTRAC CEl1l1l0
(Ultra-low viscosity)

9573 CORNERSTONE CONSTRUCTION MATERIAL,LLC--------—-—---- W1l68185
FASTRAC CE330
(Medium viscosity)

9602 DAYTON SUPERIOR CORP.--—----------—-—-——————————————- W178185
SURE INJECT J56

9574 E-CHEM, LLC--—====——== === mmmmmm e W218180
EP100-LM
8268 EUCLID CHEMICAL CO-—=----—====——=———————————————— - W028186

EUCOPOXY LPL
8268 EUCLID CHEMICAL CO.----============—————m—mmm oo W028180

DURAL 335
(Ultra-low viscosity)
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9561 KWIKBOND POLYMERS-—-——=——=——=———————————— oo W188109

KBP 204 P SEAL
(High molecular weight methacrylate monomer)

9509 OLIN EPOXY-POLY-CARB—========= === mm e e e~ W028181
MARK-135
9528 POLYGEM— == === === == == =~ —m oo e W028182

POLYJECT 1001
(Epoxy injection resin)

9541 ROADWARE INC-—=-==—=— === == m o e oo W028183
10 MINUTE CONCRETE MENDER

9514 SIKA CORP---——————— - — o m e m e w028185
PRONTO 19 TF
(High molecular weight methacrylate)

9514 SIKA CORP---————————— == mmm e ——— wW188107
SIKADUR 52
(Very low viscosity)

9514 SIKA CORP--=========mmm - mmmmmm e e W038175
SIKADUR 55 SLV

9517 TRANSPO INDUSTRIES, INC.--—-—-—---—-————————————————— W1l88106
SEALATE T-70-10
(High molecular weight methacrylate)

9517 TRANSPO INDUSTRIES, INC.----—--———-———————————————— w1l88170
SEALATE T-70 MX-30
(High molecular weight methacrylate)

9535 UNITEX BY DAYTON SUPERIOR CORP.-----—-—-—-—-—-—-—————-— W058175
PRO-POXY 50-1

9535 UNITEX BY DAYTON SUPERIOR CORP.-----—-———=————————-— w178180
PRO-POXY 100
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